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2d analogue

Fermi Surface of Sodium (BCC)

Monovalent = Half-Filled Brillouin Zone
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2d analogue

Fermi Surface of Lithium (BCC)

Monovalent = Half-Filled Brillouin Zone



2d analogue

Fermi Surface of Copper (FCC)

Monovalent = Half-Filled Brillouin Zone
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Absorption Coefficient of Silicon
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Freshly cut sodium



Tiffany Diamond (Yellow)
Roughly 1 Nitrogen impurity per 10° carbon.

Estimated value 12 MillionS (1983)

Hope Diamond (Blue)
Roughly 1 Boron impurity per 107 carbon.

Estimated current value = 250 Million S

Synthetic Diamonds =

“Cheap” and any impurities
you want. (this example is
clear meaning no impurities)
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